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PBDEs, Dibuyl Phthalate(DBP), Benzylbutyl Phthalate(BBP), Bis(2-ethylhexyl)
Phthalate(DEHP), Diispbutyl phthalate(DIBP) content comply with the limit as set of
RoHS Directive (EU) 2015/863 amending Annex |l to Directive 2011/65/EU.

TEST REQUEST CONCLUSION
According to the customer's request, based on the performed tests on submitted
sample, the result of Lead, Cadmium, Mercury, Hexavalent Chromium, PBBs, Pass
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Test Method:
(1)With reference to as follows:
Testing item Pretreatment method Measuring instrument MDL
Lead(Pb) IEC 62321-5:2013 ICP-OES 2 mgl/kg
Cadmium(Cd) IEC 62321-5:2013 ICP-OES 2 mg/kg
Mercury(Hg) IEC 62321-4:2013+A1:2017 ICP-OES 2 mg/kg
Chromium(Cr VI) IEC62321-7-1: 2015 UV-Vis 2 mg/kg
IEC62321-7-2: 2017
PBBs/ PBDEs IEC 62321-6:2015 GC-MS 5 mg/kg
(2) With reference to IEC 62321-8:2017
Testing item Pretreatment method Measuring instrument MDL
DIBP EPA3540:1996 GC-MS 10 mg/kg
(3) With reference to IEC 62321-8:2017
Testing item Pretreatment method Measuring instrument MDL
DEHP. DBP. BBP EN 14372:2004 GC-MS 0.003 mg/kg
Test Flow:
1. Lead(Pb), Cadmium(Cd)
L ] L In the microwave
Weighing sample in Add the digestion . .
> . » digestion furnace >  Filter
taper bottle solution L
digestion sample
With ashing/soda .
- . . < Residue |
boiling/acid cooking |~ h
method processin L
Tested by || DI water constant | P J
ICP-OES volume .
solutio |4
2. Mercury (Hg)
L . . In the microwave
Weighing sample in Add the digestion . .
. > . » digestion furnace >  Filter
microwave solution L
digestion sample
With ashing/soda
boiling/acid cooking | Residue |¢
method processing
Tested by || DI water constant | L
ICP-OES volume )
solutio |4
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3. Chromium(Cr VI)
Weighing sample | | Add the digestion | 90-95"Cheating 3 .| Cooling, Filter
in taner hottle g solution - hours -
DI water v
Tested by [ constant | Adjustment | Add test | Adjustment
UV-Vis volume solution PH solution solution PH

4. PBBs/ PBDEs

Weighing sample

Using organic

Y

in the casing solvent extraction
Tested by |4 Using organic solvent |
GC-MS constant volume

Concentrated extract

\ 4

5. DIBP / DEHP/ BBP/ DBP

Transfer extraction solution to
the volumetric flask inside

Solvent
extraction

A 4

Sample cutting > Sample >
/preparation measurement
Tested by GC-MS |4 Filtration |4

Concentration/

dilution
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Test Data Summary:
SAMPLE | COMPONENTS Item Results of Results of Chemical | Conclusion
NO. EDXRF testing testing (P/F)
(P/F/D) (mg/kg) limit
(mg/kg)

1 Black plastic Cd P N.D. <100 P
Cr P N.D. <<1000 P
Hg P N.D. <<1000 P
Pb P N.D. <<1000 P
PBBs P N.D. <1000 P
PBDEs P N.D. <1000 P
DIBP P N.D. <1000 P
DEHP P N.D. <1000 P
DBP P N.D. <1000 P
BBP P N.D. <1000 P

2 White plastic Cd P N.D. <100 P
Cr P N.D. <1000 P
Hg P N.D. <1000 P
Pb P N.D. <<1000 P
PBBs P N.D. <<1000 P
PBDEs P N.D. <<1000 P
DIBP P N.D. <1000 P
DEHP P N.D. <1000 P
DBP P N.D. <1000 P
BBP P N.D. <1000 P

3 Wood Cd P N.D. <<100 P
Cr P N.D. <1000 P
Hg P N.D. <<1000 P
Pb P N.D. <<1000 P
PBBs P N.D. <<1000 P
PBDEs P N.D. <<1000 P
DIBP P N.D. <<1000 P
DEHP P N.D. <<1000 P
DBP P N.D. <1000 P
BBP P N.D. <1000 P
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SAMPLE COMPONENTS Item Results of Results of Chemical | Conclusion
NO. EDXRF testing testing (P/F)
(P/F/D) (mg/kg) limit
(mg/kg)

IC Cd P N.D. <<100 P
Cr P N.D. <<1000 P

Hg P N.D. <1000 P

Pb P N.D. <1000 P

PBBs P N.D. <1000 P

PBDEs P N.D. <<1000 P

DIBP P N.D. <<1000 P

DEHP P N.D. <<1000 P

DBP P N.D. <<1000 P

BBP P N.D. <<1000 P

Mosfet Cd P N.D. <<100 P
Cr P N.D. <<1000 P

Hg P N.D. <<1000 P

Pb P N.D. <<1000 P

PBBs P N.D. <1000 P

PBDEs P N.D. <1000 P

DIBP P N.D. <1000 P

DEHP P N.D. <<1000 P

DBP P N.D. <<1000 P

BBP P N.D. <<1000 P

Resistor Cd P N.D. <100 P
Cr P N.D. <1000 P

Hg P N.D. <<1000 P

Pb P N.D. <<1000 P

PBBs P N.D. <<1000 P

PBDEs P N.D. <<1000 P

DIBP P N.D. <1000 P

DEHP P N.D. <1000 P

DBP P N.D. <1000 P

BBP P N.D. <<1000 P
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SAMPLE COMPONENTS Item Results of Results of Chemical | Conclusion
NO. EDXRF testing testing (P/F)
(P/FID) (mg/kg) limit
(mg/kg)

Capacitor Cd P N.D. <100 P
Cr P N.D. <<1000 P

Hg P N.D. <1000 P

Pb P N.D. <1000 P

PBBs P N.D. <1000 P

PBDEs P N.D. <<1000 P

DIBP P N.D. <<1000 P

DEHP P N.D. <<1000 P

DBP P N.D. <<1000 P

BBP P N.D. <<1000 P

PCB Cd P N.D. <<100 P
Cr P N.D. <<1000 P

Hg P N.D. <<1000 P

Pb P N.D. <<1000 P

PBBs P N.D. <1000 P

PBDEs P N.D. <1000 P

DIBP P N.D. <1000 P

DEHP P N.D. <<1000 P

DBP P N.D. <<1000 P

BBP P N.D. <<1000 P

Battery Cd P N.D. <<100 P
Cr P N.D. <1000 P

Hg P N.D. <<1000 P

Pb P N.D. <<1000 P

PBBs -- N.D. <<1000 P

PBDEs -- N.D. <<1000 P

DIBP -- N.D. <1000 P

DEHP -- N.D. <1000 P

DBP -- N.D. <1000 P

BBP -- N.D. <<1000 P
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SAMPLE COMPONENTS Item Results of Results of Chemical | Conclusion
NO. EDXRF testing testing (P/F)
(PIF/D) (mg/kg) limit
(mg/kg)
10 PU leather Cd P N.D. <100 P
Cr P N.D. <<1000 P
Hg P N.D. <1000 P
Pb P N.D. <1000 P
PBBs P N.D. <1000 P
PBDEs P N.D. <1000 P
DIBP P N.D. <1000 P
DEHP P N.D. <1000 P
DBP P N.D. <<1000 P
BBP P N.D. <<1000 P
11 Ports Cd P N.D. <<100 P
Cr P N.D. <<1000 P
Hg P N.D. <<1000 P
Pb P N.D. <<1000 P
PBBs P N.D. <1000 P
PBDEs P N.D. <1000 P
DIBP P N.D. <1000 P
DEHP P N.D. <1000 P
DBP P N.D. <1000 P
BBP P N.D. <1000 P
12 White PVC Cd P N.D. <<100 P
Cr P N.D. <1000 P
Hg P N.D. <<1000 P
Pb P N.D. <<1000 P
PBBs P N.D. <<1000 P
PBDEs P N.D. <<1000 P
DIBP P N.D. <1000 P
DEHP P N.D. <1000 P
DBP P N.D. <1000 P
BBP P N.D. <1000 P
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SAMPLE COMPONENTS Item Results of Results of Chemical | Conclusion
NO. EDXRF testing testing (P/F)
(P/F/D) (mg/kg) limit
(mg/kg)
13 Speaker Cd P N.D. <100 P
Cr P N.D. <<1000 P
Hg P N.D. <1000 P
Pb P N.D. <1000 P
PBBs - N.D. <1000 P
PBDEs -- N.D. <<1000 P
DIBP -- N.D. <<1000 P
DEHP -- N.D. <<1000 P
DBP -- N.D. <<1000 P
BBP -- N.D. <<1000 P
14 Black PVC Cd P N.D. <<100 P
Cr P N.D. <<1000 P
Hg P N.D. <<1000 P
Pb P N.D. <<1000 P
PBBs P N.D. <1000 P
PBDEs P N.D. <1000 P
DIBP P N.D. <1000 P
DEHP P N.D. <<1000 P
DBP P N.D. <<1000 P
BBP P N.D. <<1000 P
15 Silver Paint Cd P N.D. <<100 P
Cr P N.D. <1000 P
Hg P N.D. <<1000 P
Pb P N.D. <<1000 P
PBBs P N.D. <<1000 P
PBDEs P N.D. <<1000 P
DIBP P N.D. <1000 P
DEHP P N.D. <1000 P
DBP P N.D. <1000 P
BBP P N.D. <<1000 P
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SAMPLE COMPONENTS Item Results of Results of Chemical | Conclusion
NO. EDXRF testing testing (P/F)
(PIF/D) (mg/kg) limit
(mg/kg)
16 Solder tin Cd P N.D. <100 P
Cr P N.D. <<1000 P
Hg P N.D. <1000 P
Pb P N.D. <1000 P
PBBs - N.D. <1000 P
PBDEs -- N.D. <1000 P
DIBP -- N.D. <1000 P
DEHP -- N.D. <1000 P
DBP -- N.D. <<1000 P
BBP -- N.D. <<1000 P
Notes:

1mg/kg=1ppm = 0.0001%
N.D. = Not Detected (<MDL)
MDL = Method Detection Limit
/=Not Regulated

---=Not Applicable
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